gmggthermasol

- The minimum bending radius is 6mm. (Proper radius)
- There is no performance drop on bending radius 4mm.
- There are some bulging planes on the surface with bending radius 4mm.
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Part Name Min. Bending Radius [mm]
Shape
1220B
R2
1223A @ Z-Shape
1550A R3 L-Shape
2040A RS Z-Shape
2550A R6 ‘
0060A R12 | Available Bending Shape |
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